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Date of manufacture Date of Expiry
GB1886.232-2016 )
Staruljarq e 2000g
Classification E466 Net weight

Test item Technical requirement Test results
Mesh Size 80 80
YT —
BrookfIG. VD mPacs 25 2500-3000 2775
pH,(10g/L7Ki## water solution) 6.0-8.5 7.0
HU X £ /Degree of Substitution 0.7-0.9 0.87
A1, Sodium Chloride,Cl % <0.4 0.14
TFF% = Moisture % 8 max 5.32
TR Sodium glycolate,w/% <04 0.15
2 F L 47 4 K & B CMC content/Purity, % 99.5min 99.71
1 Sodium,w/% <12.4 8.64
As,% <20 <2.0
Pb,% <20 <2.0
Cd <1.0 <1.0
Fe,% 0.02max complied

Total plate count

500(cfu/g) Max

Yeast & Moulds

100cfu/g Max
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Coliform MPN/100g absent /’
Salmonella absent] -
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